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SP 304 AGGREGATE BASE 
(11-21-2014) 
 
Section 304.02 of the Specifications is amended as follows: 
 
A. Aggregate 

 
Aggregate furnished under this item shall conform to Section 703.17 of the 
Specifications, except crushed gravel and slag shall not be used.  All aggregate 
furnished under this Item shall meet the following gradation: 
 
Sieve  Total  Percent Passing 
 
2  100 
1  60 - 85 
3/4  50 - 70 
No. 4  30 - 60 
No. 30  9 - 33 
No. 200  0 - 7 
 

B. Basis of Payment 
 
Payment shall be made under: 
 
Item  Unit  Description 
 
SP 304  Cu. Yd.  Aggregate Base 
SP 304  Tons  Granular Material 
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